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Wafer flow recipe  旋塗厚度(nm) 

COT-CAN 100 

COT-CAP 90 

COT-NEB 385 

COT-P015 385 

COT-OPENMARK 700 

COT-PFI38 850 

COT-PFI89 2100 

 

 


